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Abstract 
Nowadays acoustic emission (AE) testing based on the Kaiser Effect (KE) is increasingly used to estimate 

the in-situ stress in laboratories. In this work, this effect is assessed on cylindrical specimens in numerical 

simulations of the cyclic loadings including loading, unloading, and re-loading cycles using a 3D code called 

the particle flow code (PFC) based upon the distinct element method. To achieve this objective, at first, the 

numerical model is calibrated using a laboratory test performed on the selected sandstone specimens. The 

results obtained show that PFC and the distinct element code are useful tools used to investigate the damage 

and KE of a brittle rock. Also the results obtained by the triaxial modeling show that a combination of 

triaxial loading stresses change the results of uniaxial loading. Further, KE is influenced under confining 

stresses so that larger confining stresses lead to greater differences between the KE stress during the uniaxial 

and pre-stress loadings. 
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1. Introduction  

The in-situ stress in a rock mass is a key 

parameter of the rock engineering projects in civil, 

mining, and petroleum engineering. There are 

various methods implemented to predict the  

in-situ stress, the most common of which is the 

hydraulic fracturing (HF) method, which is both 

expensive and time-consuming. As a matter of 

fact, these days, laboratory methods based on 

drilled ñcoreò have gained popularity, considering 

their simple, cheap, and quick applications. In this 

regards, several methods have been proposed to 

estimate the in-situ stresses from cored rock 

samples. One such method that can be carried out 

in the laboratory conditions is the acoustic 

emission (AE) technique that utilizes the Kaiser 

Effect (KE) phenomenon. 

Generally, rocks and most materials emit sounds 

and seismic signals with high frequencies, which 

are called AE. This is caused as a result of the 

micro-crack closure of the propagation, 

dislocations, grain boundary movement, and 

fracture propagation in or between grain 

boundaries, crack formation in grain structure, and 

shear fracture. It is believed that there should be a 

significant relationship between a rock damage 

and AE. The Kaiser Effect (KE) was named after 

J. Kaiser, whose pioneering research work 

allowed concluding the possibility of determining 

previous stresses [1, 2]. KE is defined as the 

absence of detectable AE until previously-applied 

stress levels are exceeded. In this regard, AE is 

investigated for the cyclic loading in a stress path 

on the rock specimens. In other words, during the 

first loading cycle, the AE activity is observed at 

all stress levels but, in the next reloading cycles, 

AE is not seen or is decreased at stress levels 

lower than the previous maximum stress. When 

the stress applied to the second cycle exceeds the 

previous maximum stress, there is a sudden 

increase in the AE activity with the corresponding 

stress being considered as the KE stress point 

(Figure 1). AE is monitored by acoustic sensors, 

which are often of piezoelectric type in a 

laboratory environment. 



Nikkhah/ Journal of Mining & Environment, Vol.8, No.2, 2017 

216 

 

The KE method is based upon the assumption that 

under repeated loads, a rock will not generate new 

cracks or extend the pre-existing cracks when the 

stress is lower than the previous maximum stress. 

Therefore, the source of AE under compression is 

believed to be the crack generation/growth. Some 

researchers refer to this mechanism as the damage 

accumulation. 

 

 
Figure 1. Cumulative AE hits (NɆ) versus stress (ů) 

in two successive cycles of uniaxial compression [2]. 

 

In most engineering projects, an anticipation of 

possible complication conditions and their 

different states is essential. Nowadays the 

anticipation and design of most plans can be 

carried out by numerical methods so that they can 

be simulated by computer models under identical 

conditions similar to reality in order to obtain a 

logical consequence and replication. 

The KE simulation can be developed using the 

principles of continuum damage mechanics 

(CDM). This has been shown by Tang and Kou 

(1998), who developed a model based on the 

damage theory and the AE under cyclic uniaxial 

stress of rocks [3]. Chen et al. (2007) have 

investigated numerical and experimental studies 

on the directional dependence of KE in granite. In 

their studies, KE of rocks was simulated by a 

numerical simulation method using the rock 

failure process analysis (RFPA2D) software on 

cubic rock specimens under two perpendicular 

loading conditions [4]. Lavrov et al. (2002) have 

studied KE in the cyclic Brazilian test by rotating 

the disk specimen during the cyclic loadings. 

Their studies were based upon the 2D boundary 

element method and the discontinuity interaction 

and growth simulation (DIGS) code, as applied to 

the numerical simulation, and the influence of the 

first loading on the subsequent loading in the 

orthogonal direction was examined. Their results 

showed that when the rotation angle in the second 

cycle of loading was greater than 10 degrees, KE 

did not appear [5, 6]. Hunt et al. (2003) have used 

PFC 2D for the numerical simulation of KE [7]. 

Holt et al. (2005) and Gorodkov et al. (2006) have 

studied the simulation effect of releasing the stress 

of rock coring from the deep borehole, and used 

the rock stress memory to determine the 

previously-experienced stress level using the PFC 

software. They concluded that the KE could be 

applied to the horizontal in-situ stress 

measurement [8, 9]. The main purpose of the 

DEM modeling conducted in this study was to 

supplement the previous research works 

conducted regarding the numerical modeling of 

KE of a rock. Although the use of the KE to 

determine the in-situ stress has still remained 

controversial, there are a number of studies where 

it has been successfully applied. The particle flow 

code (PFC) software was employed in this work 

since it allowed implementing the discrete 

element analysis. It is increasingly used in 

geotechnical engineering applications to model 

the non-homogeneous and discontinuous 

materials. The objective of this work was to 

investigate a numerical model based on the 3D 

DEM to simulate KE, and to evaluate the 

influence of confining stress on it. 

2. 3D particle flow code (PFC 3D) 

PFC is a distinct element modeling program, in 

which a rock is represented by an assembly of 

particles bonded together at contact points [10]. 

This code enables the simulation of fracture 

initiation and propagation, thereby, providing the 

possibility of tracking the number and position of 

the cracks. In the bonded particle model (BPM), 

as opposed to the indirect fracture simulation, the 

damage is represented directly by the formation of 

cracks [11]. Each particle in the PFC model is 

assigned a normal and shear stiffness. The 

particles are rigid, and the contacts are allowed in 

a very small area between particles. Two types of 

bonds are typically used in PFC: the contact bond 

and the parallel bond. In the contact bond model, 

an elastic spring with constant normal and shear 

stiffnesses, Kn and Ks, acts at the contact points 

between particles, thus allowing only forces to be 

transmitted. In the parallel bond model, the 

moment induced by particle rotation is resisted by 

a set of elastic springs uniformly distributed over 

a finite-sized section lying on the contact plane 

and centered at the contact point. This bond model 

reproduces the physical behavior of a cement-like 

substance gluing adjacent particles together [10, 

12]. Therefore, in this work, the parallel bond 

model was used to simulate the behavior of the 
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cemented sandstone rock. Figure 2 shows the 

principle and the force-displacement relationship 

for the parallel bond model. There is a certain area 

and stiffness bonding in the contact points of the 

parallel bond model, which can limit the particlesô 

rotation and transmit force and torque. Under 

loading, the stresses in parallel bond can be 

obtained via the beam theory through the 

following formula (1): 
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where &, & ; - , and -  are the force 

components and moments about the center of the 

cemented contact zone, and A, I, and J denote the 

area, polar moment of inertia of the disk, and 

moment of inertia of the bond disk, respectively, 

and in (! ʌ2; * ʌ2Ⱦς; ) ʌ2Ⱦτ), 2 is the 

average radius for the parallel bond contact in the 

contact point. When the normal stress exceeded ʎ 
or the tangential stress exceeded ʐ, the parallel 

bond was damaged, respectively, generating 

tension micro-cracks or shear micro-cracks [10, 

11].  

The bond breakage in PFC represents the 

formation of cracks (Figure 3). The micro-crack 

initiation and propagation can be expressed as a 

progressive breakage of contact bonds [13]. 

Zhang and Wong (2012) have numerically 

simulated the cracking process in a rock-like 

material containing a single flaw under uniaxial 

compression. The coalescence behavior for the 

case of two-stepped and co-planar pre-existing 

open flaws have been investigated by Zhang and 

Wong (2013) [14, 15]. 

 

 
Figure 2. Principle and force-displacement 

relationship for parallel bond model [10]. 

 

Within the last decade, the application of PFC in 

numerical simulation of the crack propagation, 

fracturing, and hydraulic fracturing of rocks have 

been the subject of growing attention by many 

researchers [8, 16-22]. 

 

 
Figure 3. Parallel bond model implemented in PFC. (a) Normal and shear stiffnesses between particles. Contact 

stiffnesses, kn and ks, remain active even after bond breaks as long as particles stay in contact. Bond stiffnesses 

(per unit area), kn and ks, are suddenly removed when bond breaks regardless of whether particles stay in 

contact. (b) Constitutive behavior in shear and tension [11]. 

3. Numerical modeling of KE  
Since sandstone is a sedimentary rock composed 

of cemented grains, it can be modeled perfectly by 

PFC. As stated earlier, since this code is based 

upon the algorithm of the distinct element method, 

it is superior to the continuous modeling methods, 

which justify its adoption in the present research 

work. On the other hand, as KE has been raised 

micro-mechanically by the formation of cracks in 

rocks, it cannot be easily described in terms of the 

continuous theories. Therefore, PFC, which 

utilizes BPM, was used in the present work. 
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3.1. Sample calibration and determination of 

input parameters 

In PFC modeling, the model calibration is 

necessary to simulate the macroscopic behavior of 

a rock so that the set of properties and  

micro-parameters are selected. In this code, unlike 

the other ordinary engineering codes, the rock is 

required to be synthesized. While the selected 

properties are easily attributed to the PFC model, 

it is often difficult to select the properties of the 

model to be represented in a real physical sample. 

 The macro-scale properties of the synthesized 

rock are determined through laboratory simulation 

of the rock sample. These macro-properties are 

the same as those measured in the laboratory. The 

calibration of a PFC model requires adjusting the 

micro-parameters to achieve the strength 

properties determined in a laboratory test. 

Generally, the suitable micro- parameters of the 

model are determined during the calibration, in 

which the response of the synthetic material is 

directly compared with that of the real material. 

There is no advanced theory available to 

incorporate the transformation of the  

macro-parameters into the micro-parameters in 

the modeling. Therefore, a model calibration was 

performed by means of the trial and error method. 

In PFC, the solid rock is represented by an 

assembly of particles contacted together by 

breakable bonds. The parallel bond rock models 

have been widely used to study the fracturing and 

fragmentation processes in brittle rocks. However, 

one of the major drawbacks of this type of model 

is the unrealistically low ratios of the simulated 

unconfined compressive strength to the indirect 

tensile strength for synthetic rock specimens [23, 

24]. The straightforward adoption of circular (or 

spherical) particles cannot fully capture the 

behavior of complex-shaped and  

highly-interlocked grain structures that are typical 

of hard rocks. Cho et al. (2007) have shown that 

by applying a clumped-particle geometry, a 

significant reduction of the aforementioned 

deficiencies can be obtained, thereby, allowing 

one to reproduce correct strength ratios,  

non-linear behavior of strength envelopes, and 

friction coefficients comparable with laboratory 

values [11]. 

A clump of particles behaves like a rigid body but 

the contacts out of group are not affected and 

contacts arise when the particles forming the 

group boundary interact with other particles. The 

group behavior resembles a rigid body (with 

deformable boundary) that, regardless of the 

forces on it, is not broken. In this respect, a clump 

is different from a cluster of connected particles 

[22-23, 25].One advantage of the cluster model of 

particles is a more accurate and realistic modeling 

of the rock grain behavior, complex interactions 

of grains, and an accurate and realistic formation 

of cracks in the model. According to the studies of 

Potyondy and Cundall (2004), there is a difference 

between the results of ultimate strength and the 

envelope of numerical and laboratory modeling in 

high-confining stresses in triaxial tests. 

To reduce such differences and achieve a more 

realistic behavior model, further analyses are 

required. The cluster of particle model is used to 

model particles, which can somewhat alleviate the 

difference. To increase the final stress levels in 

higher pressures, and partly overcome this 

problem, the cluster particle model can be used to 

model the rock, which can partly improve the 

results and reduce the difference between the 

maximum strengths of experimental data envelope 

and numerical data. This method has been used by 

Martin et al. (2007) in a 2D PFC modeling of Lac 

Du Bonnet granite, and desirable results have 

been achieved. It should be noted that for 3D 

models, more extensive research works are 

required to model the non-linear behavior in 

higher confining pressures. Given the superiority 

of the model clump, its particles were used in the 

modeling of the current work. 

The dimensions of the numerical model samples 

were selected according to the mechanical tests, 

relevant mechanical properties of rock, and 

determination method. The dimensions of the 

calibration model sample were chosen as a height 

of 120 mm and a diameter of 54 mm. 

The compression tests were performed in a 

polyaxial cell. The top and bottom walls of the 

model cell acted as loading platens, and the 

velocities of the side-walls were controlled by a 

servo-mechanism to maintain a constant confining 

stress. The modeling of the uniaxial and fully 

unconfined tests can be performed by removal of 

all of the side-walls, which are performed by 

setting the relevant PFC parameter value equal to 

a non-zero. All walls were frictionless, and the 

normal stiffness of the platen walls and the 

confining walls were set equal to the average 

particle normal stiffness of the material. The 

compression test begun with a seating phase, and 

the axial and confining stresses were applied by 

activating the servo-mechanism algorithm so that 

the servo-behavior was controlled by the wall-

servo tolerance. The specimen was loaded by 

moving the platens toward one another at a final 

velocity, which was determined by specifying the 
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strain rate. The platen acceleration at the start of 

loading was controlled by specifying the 

appropriate values. The platen velocity was 

adjusted to reach a final value in a sequence of 

stages. 

 Using the 85 uniaxial compression models and 

the trial and error method, the calibrated 

parameters were selected according to the 

properties of the stress-strain behaviors of the 

laboratory and real sandstones, as shown in Table 

1. The stress-strain curve of the numerical 

modeling behavior and experimental model 

calibration is shown in Figure 4. As it can be seen, 

the uniaxial strength and elastic modulus of the 

numerical model were also compared with the 

experimental data, and favorable results were 

achieved. The comparison between the results for 

the uniaxial strength, Poisson's ratio, Young's 

modulus, stress-strain curve behavior, and triaxial 

strength envelop of numerical model, and 

laboratory tests indicated the accuracy of the 

calibration and the selection of its appropriate 

parameters. In Table 2, the macroscopic properties 

obtained by performing the calibrated model and 

the physical properties of the sandstone sample 

are given. 

 

 
Figure 4. Comparison between stress-strain curves of calibrated numerical model and experimental model under 

uniaxial testing. 

 
Table 1. Micro-parameters of numerical model. 
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Table 2. Macro-properties of physical sample and numerical model. 
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3.2. Numerical modeling procedure 
The numerical modeling procedure of KE similar 

to what is carried out in the laboratory was 

implemented. To determine the point of KE, the 

micro-crack number curves with respect to the 

stress in the reloading cycle of models were used. 

The numerical simulation modeling of KE 

includes the following strategy and steps: 

Å Creating an initial model and the base sample 

Å Calibrating the model and selecting the 

micro-parameters 

Å Applying the loading, unloading, and  

re-loading cycles 

Å Determining the KE point 

3.3. Numerical model samples 

As mentioned earlier, the numerical studies on KE 

were carried out on the sandstone samples with 

cylindrical geometry. Thus cylindrical specimens 

with a height and diameter of 110 and 54 mm, 

respectively, were loaded axially under uniaxial 

compression after the confining pre-loading. 

3.4. Loading paths of numerical modeling 

Cylindrical numerical samples with different 

confining pressures were used to show the effect 

of combining confining stress in KE. During the 

simulations, each bond breakage was assumed to 

be a micro-crack. Under the uniaxial and triaxial 

conditions, the following three paths of loading on 

synthetic cylinder numerical samples were 

considered: 

A) Loading path (I): loading and un-loading in the 

direction of the axis (ů1) under uniaxial stress 

condition and the reloading in the pre-loading 

direction under uniaxial condition 

B) Loading path (II):  triaxial loadings (ů3) and 

(ů1) in triaxial stress conditions, unloading, and 

re-loading in the vertical direction under the 

uniaxial condition 
C) Loading path (III): triaxial loading (ů3) and 

(ů1), unloading and re-loading (ů3) and (ů1) under 

triaxial condition 

3.4.1. Loading path (I)  

In this research work, the numerical modeling 

capabilities in re-producing KE in uniaxial 

compression were studied. In this regard, the 

maximum pre-stress values in uniaxial models of 

the cylindrical samples were 20, 25, 35, 65, 85, 

and 110 MPa. Surprisingly, the maximum stress 

values at pre-loading were greater than the 

threshold of crack onset in the PFC program. It is 

because by defining the parameter calibration 

performed in the modeling, cracking at the stress 

level would be greater than the threshold 

parameter defined. As a result, since the crack 

growth is also a source of AE, an examination of 

stress memory at pre-stress levels less than 8.4 

MPa would be impossible. In the numerical model 

of uniaxial compression tests, the crack onset 

stress, i.e. ůci was 8.4 MPa, so if the maximum 

stress in the preloading becomes smaller than this 

value, the effect of stress memory will be 

invisible. If the pre-loading is applied at a stress 

level greater than ůci, some cracks will be formed 

permanently in the sample. In other words, if the 

pre-loading stress under uniaxial condition is ůci < 

ůp, KE will not appear. Figure 5 shows the plots 

of the cumulative total number of recorded cracks 

in terms of axially-loaded stress in pre-loading 

and loading cycles as well as the re-loading for 

the pre-stresses of 25 and 65 MPa. 

Generally, the graphs derived from numerical 

simulations closely resemble laboratory tests so 

that micro-cracks do not emerge before reaching 

the stress level of the previous preloading in 

uniaxial conditions, with its onset and propagation 

being due to damage caused during the re-loading 

cycle. The breakage of new bonds is due to the 

excessive level of stress from the threshold of 

crack onset in the bond. The failure of the bond is 

confirmed with the monitoring of a number of 

broken bonds equal to micro-cracks cumulatively. 

As shown in these figures, in the re-loading cycle, 

when the stress level exceeds the previous stress 

level of the pre-loading, the increasing trend of 

cracks indicates the retrieval of KE. However, in 

the sample pre-stress of 20 MPa, the onset stress 

of cracking, i.e. the KE point, is greater than the 

pre-stress applied to the samples. These values for 

the pre-stress of 20 MPa give a retrieved stress 

value of 21 MPa. Thus the felicity ratio at this 

stress level is greater than one, and for other stress 

levels, the stress retrieved from the re-loading is 

equal to the pre-loading stress with a felicity ratio 

of one. (Felicity ratio is the ratio of the amount of 

stress in which the increasing AE reaches the 

maximum stress of the previous loading). 
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Figure 5. Cumulative total number of recorded cracks versus loading stress under uniaxial modelling in axial 

preloading for  pre-stresses of 25 MPa (left) and 65 MPa (right) . 

3.4.2. Loading path (II)  

The triaxial simulations of KE in this loading path 

were performed in the way that the models were 

loaded in a triaxial stress at different levels of 

confining, and axial stresses and reloading were 

carried out after the pre-loading of the confining 

and axial stresses of specimen or under the 

uniaxial pressure along the perpendicular axis to 

the stress level greater than the loading stress 

level. The pre-loading stress combinations were 

considered to determine the effect of triaxial 

pressure as well as the stress levels at different 

stages of triaxial stress-strain behavior curve of 

rock. In this loading path, the axial pre-loading at 

stress levels of 20.30, 35, 65, 85, and 110 MPa, 

and at different confining pressures were applied. 

In Table 3, the results of numerical modeling of 

cylindrical samples in the loading path II 

including the KE, the ratio of the KE stress to the 

axial pre-stress, and the KE stress to the 

difference between the axial and confining 

stresses are presented. 

 
Table 3. Results of numerical modeling of cylindrical samples (loading path II) . 

KE

1P 3P

s

s -s
 

 

KE

1P

s

s
 K KEs (Mpa) 

Triaxial pre-stress  (MPa) 

Sample 
3Ps 

KE

1P

s

s
 

1.1 0.85 0.4 17 5 20 1 
1.1 0.55 0.1 11 10 20 2 
1.4 0.35 0.1 7 15 20 3 
2.2 1.1 1.06 22 30 20 4 
0.8 0.73 0.6 22 5 30 5 
0.8 0.53 0.4 16 10 30 6 
0.8 0.7 1 25 5 35 7 
0.7 0.5 0.7 18 10 35 8 
0.8 0.4 0.2 17 15 35 9 
1.06 0.4 0.05 16 20 35 10 
1.8 0.7 0.8 27.5 50 35 11 

0.57 0.4 1.4 38.5 15 65 12 
0.82 0.5 0.4 37 20 65 13 
0.97 0.5 0.06 33 30 65 14 
1.5 0.3 0.15 22.5 50 65 15 
2.2 0.5 0.6 33 80 65 16 
0.7 0.6 1.7 58 10 85 17 
0.7 0.5 1.3 50 15 85 18 
0.6 0.4 1.15 42 20 85 19 
1.08 0.4 0.06 38 50 85 20 
2.4 0.4 0.3 36 70 85 21 
3.3 0.5 0.65 50 100 85 22 

0.88 0.8 1.2 88 10 110 23 
0.8 0.7 0.7 84 15 110 24 
0.7 0.5 1.25 65 20 110 25 
0.8 0.4 0.16 52 50 110 26 
1.05 0.3 0.02 42 70 110 27 
1.3 3.3 0.1 40 80 110 28 
3.8 0.5 0.5 58 125 110 29 

 


